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1T phase (octahedral structure)

Pt surrounded by six Se atoms

PtSe2: Electrical characterization
3 nm thick
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PtSe2: negative photoconductivity
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PtSe2: negative photoconductivity

At low pressure and 
high intensity light, the 
photoconductive effect
appears over the 
photogating effect.


